
MT/ PT & VT PRACTICAL EXAM SPECIMENS 

CAST FITTING 

2.0" to 1.3" reducer, 5" long 

MT/PT #P001 

VT #P201 

FORGED EYE HOOK 

6" long with 2" eye 

MT/PT #P004 

VT #P204 

WELDED PLATE 

0.25"x8"x12" 

MT/PT #P007 

VT #P207 

MACHINED GEAR 

4.6" diameter x 1.5" bore 

MT/PT #P010 

VT #P210 

MACHINED SPINDLE 

1.75" diameter x 8" 

MT/PT #P002 

VT #P202 

FORGED SHACKLE & PIN 

4.25" with 0.75" pin 

MT/PT #P005 

VT #P205 

WELDED PIPING 

4"SCH40(0.25"T)x 8" 

MT/PT #P008 

VT #P208 

WELDED TEE 

0.25" X 8" X 8" X 4" 

MT/PT #P011 

VT #P211 

BOLT & NUT 

1.25" OD x 6" 

MT/PT #P003 

VT #P203 

FORMED META L PL ATE 

0.25" X 4" 

MT/PT #P006 

VT #P206 

FORGED PIPE FLANGE 

6"ODx0.75"thick 

MT/PT #P009 

VT #P209 

PIPE to SOCKET WELD 2" 

SCH160 PIPE to COUPLING 

MT/PT #P012 

VT #P212 

PRACTICAL EXAM SPECIMEN DETAILS: • Standard tolerance(+/-) 0.150" (4mm) • Custom specimens available 

• Applicable for IS09712, PCN & TC - 1A • "REAL FLAWS" in each specimen • 3 Flaws per specimen

• Free carrying case with Purchase of 3+ specimens • Specimens are carbon steel

• Blank specimens available • Document Package with each specimen

http://www.bergeng.com/category/mfg-flawtech.html


For UT, MT/PT, and VT 

DESIGN SPECIFICATIONS 

• Practical exam specimens are larger than our "standard" kit specimens

• 12 UT and 12 MT/ PT specimens to choose from

• Each specimen will contain 3 randomly placed "real" flaws

• Designed to enhance the training and qualification of level I & II personnel

with regards to IS09712, PCN & TC - 1A

• Customize your set to meet your requirements

• Purchase any combination of specimens to make your set

• Custom specimens are available

See the following pages for Kit details. 

http://www.bergeng.com/category/mfg-flawtech.html
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