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Design Specifications Based On AWS 

Kit Contains 10 Specimens

• 2 + Flaws Per Specimen
• Flaws Are Randomly Placed
• Flaws Are “Border Line” Acceptable Or Rejectable
• Carbon Steel Specimens
• Welding Process - SMAW
• Document Package W/ CAD Drawings
• “Free” Carrying Case
• Designed Specifically For PT Weld Inspection Training

• (2) PLATES 4” X 6” X 0.25”
• (1) PIPE 4” SCH80 X 6”
• (1) TEE 4” X 6” X 2” X 0.25”
• (1) SOCKET WELD 2” SCH80 X 6”
• (5) PLATES 1” X 4” X 0.25”

AWS/CWI CERTIFIED KIT
• FlawTech worked in conjunction
with AWS and EPRI in the
development of this kit.

• This kit has been designed to
incorporate both basic penetrant
training and testing of the CWI

AWS / CWI KIT DESIGN FEATURES:

AWS / CWI PENETRANT KIT
#AWS-K2

http://www.bergeng.com/category/mfg-flawtech.html



